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July 21, 2005

Mr. Paul Muldowney
Supreme Concrete Block, Inc.
1515 Tyson Road Box 571
Winchester, VA 22604

RE:  Unit compliance with ASTM C 90

Dear Mr. Muldowney,

Based on the ASTM C 140 and ASTM C 426 test results on your 8 inch CMU (NCMA Job No.
05-304-02), T am pleased to report to you that the units tested comply with all applicable
requirements of ASTM C 90-03, "Standard Specification for Loadbearing Concrete Masonry

Units.”

A copy of the test results are enclosed. Please let me know if I can provide you with any
additional information. Ilook forward to working with you on future projects.

Sincerely,

Jeffrey H. Greenwald, P.E.
Vice President of Research and Development



